
SUPPLIER QUALITY ASSURANCE Page 1 of 1

Records 15%

Records 33%

On Site 67% + Records 33%

On Site 100%

PROCESS GAMPS, INDUSTRY COMMENTS

Codes DESCRIPTION ETC. SPECIFICATION NADCAP GAC VALIDATION

CHEMICAL PROCESSING CHEMICAL PROCESSING x

ANODIC COATINGS

88 ANODIC COATING, CHROMIC ACID, OF ALUMINUM & ITS ALLOYS GAMPS 6201 MIL-A-8625, TY 1 or 1B, CL 1 X X

Group.MIL-A-8625 ANODIC COATINGS FOR ALUMINUM AND ALUMINUM ALLOYS All applicable per GAF14A X X

CHEMICAL FILMS

35 BLACK OXIDE MIL-DTL-13924, CL 1 X X REMOVE DUE TO INACTIVITY

213 CHEMICAL FILM, CHROMATE CONVERSION COATING, LOW ELECTRICAL RESISTANCE GAMPS 6113 MIL-DTL-5541, CL 3 X X

CLEANING

FBA ACID CLEANING OF ALUMINUM & IT'S ALLOYS GAMPS 4102 MIL-DTL-5002, AWS D 17 2 X X ADD

PAINT PAINT  x

3012 PRIMER GAMPS 3116 & GMS 5005 X X

144 COATING, CORROSION PREVENTIVE, AIRCRAFT INTEGRAL FUEL TANKS GAMPS 3102 AMS-C-27725 X X

Group.GAMPS 3216 EPOXY TOPCOAT,HIGH-SOLIDS,PHOSPHATE ESTER FLUID RESISTANCE GAMPS 3216 All applicable per GAF14A X X

NDT NDT x

Group.ASTM E 1417 Standard Practice for Liquid Penetrant Testing All applicable per GAF14A X X

GAF 14A Codes & Group codes APPROVALS (Y)
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